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Figure B.19 — Cumulative Corrosion Over Time for
Bath 3, 2.0% Chloride, Post-Cracked
2.2500
—8—NOClI
—0—Aquron N 1 LL s d s b4 T
) b |
1.7500 A AXim %
—X—Cortec x’(
| —o—Grace Dgﬁ{oo_qﬁ)__oooooooogo-o>ocooooooooo-oc
1.2500 Master Builders ; : ) j | e s iy
Sika [/cr:’ 1 X g
! 1
0.7500 e i
i " ‘
r ,&J(’ ! 1 TP Pletolotolold
: il il
0.2500 T AR "'ur’!:‘ ,
Z::i".é;-‘;i* KX l 1 lobtos ! d%
Eodr= RS o5 8N
i Lo, w}&”‘}" PS> RIof
-0.2500 -
r [ |
L l
- |
-0.7500 '
02/03/03 03/24/03 05/12/03 06/30/03 08/18/03 10/06/03 11/24/03 01/12/04 03/01/04

Date

Figure B.20 — Cumulative Corrosion Over Time for
Bath 3, 3.0% Chloride, Post-Cracked
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